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MTS-2

To:

Analytical Testing Results - Project R11SA8

Emergency Response Section

Christopher Weden

SFD-9-2

 

SDG: 11266A

1109060 FINAL 10 28 11 1748

Date: 10/28/2011

Attached are the results from the analysis of samples from the  Grey Eagle Mine 2011 

Sampling  project.  These data have been reviewed in accordance with EPA Region 9 

Laboratory policy.  

A full documentation package for these data, including raw data and sample custody 

documentation, is on file at the EPA Region 9 Laboratory.  If you would like to request 

additional review and/or validation of the data, please contact Eugenia McNaughton at the 

Region 9 Quality Assurance Office.

If you have any questions, please ask for Richard Bauer, the Lab Project 

Manager at (510)412-2300.

Analyses included in this report:

Mercury by CVAA Metals by ICP

Percent Solids



United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

Sample ID Laboratory ID Matrix Date Collected

ANALYTICAL REPORT FOR SAMPLES

Date Received

GE-SO-02 1109060-01 09/21/11 17:30Soil 09/22/11 16:16

GE-SO-01 1109060-02 09/21/11 17:15Soil

GE-SO-03 1109060-03 09/21/11 17:45Soil 09/22/11 16:16

GE-SO-04 1109060-04 09/21/11 18:00Soil 09/22/11 16:16

GE-SO-05 1109060-05 09/21/11 18:10Soil 09/22/11 16:16

GE-SO-06 1109060-06 09/21/11 18:20Soil 09/22/11 16:16

GE-SO-805 1109060-07 09/21/11 18:30Soil 09/22/11 16:16

GE-SO-07 1109060-08 09/21/11 18:50Soil

GE-SO-08 1109060-09 09/21/11 19:00Soil 09/22/11 16:16

11266ASDG ID

Work Order(s) 

Samples were analyzed outside the recommended holding time of 24-hours for pH analysis.  Results are qualified as 

estimated.

1109060
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

 MethodAnalyzedPreparedBatchUnits
Quantitation

Limit
Qualifiers /

CommentsResult Analyte

Sample Results

Reanalysis /

Extract

1109060-01Lab ID: Soil - Sampled: 09/21/11 17:30

GE-SO-02Sample ID: Metals by EPA 6000/7000 Series Methods
Mercury mg/kg dry B1I0119 09/29/11 09/29/11 7473/SOP5350.12 0.030

Aluminum     " B1J0026 10/12/11 10/22/11 6010C/SOP50312,000 120

     "      "    "        " 6010C/SOP503UAntimony ND 2.4

Arsenic     "        "      "      " 6010C/SOP50355 2.4

Barium     "        "      "      " 6010C/SOP50327 5.9

Beryllium     "        "      "      " 6010C/SOP5030.18 0.12

Boron     "        "      "      " 6010C/SOP503C1, J6.4 12

     " 10/24/11     "        " 6010C/SOP503UCadmium RE2 ND 1.2

Calcium     "        "      " 10/22/11 6010C/SOP5032,800 120

Chromium     "        "      "      " 6010C/SOP503140 1.2

Cobalt     "        "      "      " 6010C/SOP50317 2.4

Copper     "        "      "      " 6010C/SOP503180 4.8

Lead     "        "      " 10/24/11 6010C/SOP50313RE1 3.6

Magnesium     "        "      " 10/22/11 6010C/SOP50315,000 59

Manganese     "        "      "      " 6010C/SOP503190 5.9

     "      "    "        " 6010C/SOP503UMolybdenum ND 5.9

Nickel     "        "      "      " 6010C/SOP503140 5.9

Selenium     "        "      " 10/24/11 6010C/SOP503C1, J4.7RE2 4.8

Silver     "        "      " 10/22/11 6010C/SOP503C1, J0.59 1.2

Sodium     "        "      "      " 6010C/SOP503150 59

     "      "    "        " 6010C/SOP503UThallium ND 5.9

Vanadium     "        "      "      " 6010C/SOP50343 2.4

Zinc     "        "      " 10/24/11 6010C/SOP503220RE1 9.5

GE-SO-02Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
% Solids % B1I0133 09/30/11 10/03/11 3550C/SOP46084 1

1109060-02Lab ID: Soil - Sampled: 09/21/11 17:15

GE-SO-01Sample ID: Metals by EPA 6000/7000 Series Methods
Mercury mg/kg dry B1I0119 09/29/11 09/29/11 7473/SOP5350.30 0.026

Aluminum     " B1J0026 10/12/11 10/22/11 6010C/SOP50312,000 100

     "      "    "        " 6010C/SOP503UAntimony ND 2.1

Arsenic     "        "      "      " 6010C/SOP50327 2.1

Barium     "        "      "      " 6010C/SOP50350 5.2

Beryllium     "        "      "      " 6010C/SOP5030.14 0.10

     "      "    "        " 6010C/SOP503UBoron ND 10

Cadmium     "        "      "      " 6010C/SOP503C1, J0.28 0.52

Calcium     "        "      "      " 6010C/SOP5033,000 100

Chromium     "        "      "      " 6010C/SOP503160 1

Cobalt     "        "      "      " 6010C/SOP50314 2.1

Copper     "        "      "      " 6010C/SOP50377 4.2

Lead     "        "      " 10/24/11 6010C/SOP5037.1RE1 3.1
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

 MethodAnalyzedPreparedBatchUnits
Quantitation

Limit
Qualifiers /

CommentsResult Analyte

Sample Results

Reanalysis /

Extract

1109060-02Lab ID: Soil - Sampled: 09/21/11 17:15

GE-SO-01Sample ID: Metals by EPA 6000/7000 Series Methods
Magnesium mg/kg dry B1J0026 10/12/11 10/22/11 6010C/SOP50322,000 52

Manganese     "        "      "      " 6010C/SOP503220 5.2

     "      "    "        " 6010C/SOP503UMolybdenum ND 5.2

Nickel     "        "      "      " 6010C/SOP503180 5.2

     "      "    "        " 6010C/SOP503USelenium ND 2.1

     "      "    "        " 6010C/SOP503USilver ND 1

Sodium     "        "      "      " 6010C/SOP503170 52

     "      "    "        " 6010C/SOP503UThallium ND 5.2

Vanadium     "        "      "      " 6010C/SOP50347 2.1

Zinc     "        "      " 10/24/11 6010C/SOP50360RE1 8.3

GE-SO-01Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
% Solids % B1I0133 09/30/11 10/03/11 3550C/SOP46096 1

1109060-03Lab ID: Soil - Sampled: 09/21/11 17:45

GE-SO-03Sample ID: Metals by EPA 6000/7000 Series Methods
Mercury mg/kg dry B1I0119 09/29/11 09/29/11 7473/SOP5350.061 0.046

Aluminum     " B1J0026 10/12/11 10/22/11 6010C/SOP5032,700 180

     "      "    "        " 6010C/SOP503UAntimony ND 3.7

Arsenic     "        "      "      " 6010C/SOP50317 3.7

Barium     "        "      "      " 6010C/SOP50313 9.2

     "      "    "        " 6010C/SOP503UBeryllium ND 0.18

     "      "    "        " 6010C/SOP503UBoron ND 18

     " 10/24/11     "        " 6010C/SOP503UCadmium RE2 ND 3.7

Calcium     "        "      " 10/22/11 6010C/SOP5031,000 180

Chromium     "        "      "      " 6010C/SOP50332 1.8

Cobalt     "        "      "      " 6010C/SOP50314 3.7

Copper     "        "      "      " 6010C/SOP503210 7.4

Lead     "        "      " 10/24/11 6010C/SOP50330RE1 5.5

Magnesium     "        "      " 10/22/11 6010C/SOP5032,100 92

Manganese     "        "      "      " 6010C/SOP50385 9.2

     "      "    "        " 6010C/SOP503UMolybdenum ND 9.2

Nickel     "        "      "      " 6010C/SOP50342 9.2

Selenium     "        "      " 10/24/11 6010C/SOP503C1, J12RE2 15

Silver     "        "      " 10/22/11 6010C/SOP503C1, J1.2 1.8

Sodium     "        "      "      " 6010C/SOP503C1, J88 92

     "      "    "        " 6010C/SOP503UThallium ND 9.2

Vanadium     "        "      "      " 6010C/SOP50311 3.7

Zinc     "        "      " 10/24/11 6010C/SOP503250RE1 15

GE-SO-03Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
% Solids % B1I0133 09/30/11 10/03/11 3550C/SOP46054 1
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

 MethodAnalyzedPreparedBatchUnits
Quantitation

Limit
Qualifiers /

CommentsResult Analyte

Sample Results

Reanalysis /

Extract

1109060-04Lab ID: Soil - Sampled: 09/21/11 18:00

GE-SO-04Sample ID: Metals by EPA 6000/7000 Series Methods
Mercury mg/kg dry B1I0119 09/29/11 09/29/11 7473/SOP5350.072 0.036

Aluminum     " B1J0026 10/12/11 10/22/11 6010C/SOP50317,000 140

     "      "    "        " 6010C/SOP503UAntimony ND 2.9

Arsenic     "        "      "      " 6010C/SOP50324 2.9

Barium     "        "      "      " 6010C/SOP50396 7.1

Beryllium     "        "      "      " 6010C/SOP5030.23 0.14

     "      "    "        " 6010C/SOP503UBoron ND 14

     "      "    "        " 6010C/SOP503UCadmium ND 0.71

Calcium     "        "      "      " 6010C/SOP5034,000 140

Chromium     "        "      "      " 6010C/SOP503160 1.4

Cobalt     "        "      "      " 6010C/SOP50362 2.9

Copper     "        "      "      " 6010C/SOP503120 5.7

Lead     "        "      " 10/24/11 6010C/SOP5035.2RE1 4.3

Magnesium     "        "      " 10/22/11 6010C/SOP50321,000 71

Manganese     "        "      "      " 6010C/SOP503270 7.1

     "      "    "        " 6010C/SOP503UMolybdenum ND 7.1

Nickel     "        "      "      " 6010C/SOP503290 7.1

     "      "    "        " 6010C/SOP503USelenium ND 2.9

     "      "    "        " 6010C/SOP503USilver ND 1.4

Sodium     "        "      "      " 6010C/SOP503250 71

     "      "    "        " 6010C/SOP503UThallium ND 7.1

Vanadium     "        "      "      " 6010C/SOP50364 2.9

Zinc     "        "      " 10/24/11 6010C/SOP503290RE1 11

GE-SO-04Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
% Solids % B1I0133 09/30/11 10/03/11 3550C/SOP46070 1

1109060-05Lab ID: Soil - Sampled: 09/21/11 18:10

GE-SO-05Sample ID: Metals by EPA 6000/7000 Series Methods
Mercury mg/kg dry B1I0119 09/29/11 09/29/11 7473/SOP535C1, J0.079 0.099

Aluminum     " B1J0026 10/12/11 10/22/11 6010C/SOP50311,000 400

     "      "    "        " 6010C/SOP503J, Q4, UAntimony ND 7.9

Arsenic     "        "      "      " 6010C/SOP503590 7.9

Barium     "        "      "      " 6010C/SOP50329 20

     "      "    "        " 6010C/SOP503UBeryllium ND 0.40

     "      "    "        " 6010C/SOP503UBoron ND 40

Cadmium     "        "      "      " 6010C/SOP5032.3 2

Calcium     "        "      "      " 6010C/SOP5032,000 400

Chromium     "        "      "      " 6010C/SOP503120 4

Cobalt     "        "      "      " 6010C/SOP503160 7.9

Copper     "        "      "      " 6010C/SOP503810 16
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

 MethodAnalyzedPreparedBatchUnits
Quantitation

Limit
Qualifiers /

CommentsResult Analyte

Sample Results

Reanalysis /

Extract

1109060-05Lab ID: Soil - Sampled: 09/21/11 18:10

GE-SO-05Sample ID: Metals by EPA 6000/7000 Series Methods
Lead mg/kg dry B1J0026 10/12/11 10/24/11 6010C/SOP50329RE1 12

Magnesium     "        "      " 10/22/11 6010C/SOP5039,900 200

Manganese     "        "      "      " 6010C/SOP503370 20

     "      "    "        " 6010C/SOP503UMolybdenum ND 20

Nickel     "        "      "      " 6010C/SOP503320 20

Selenium     "        "      "      " 6010C/SOP503C1, J5.5 7.9

     "      "    "        " 6010C/SOP503USilver ND 4

     "      "    "        " 6010C/SOP503USodium ND 200

     "      "    "        " 6010C/SOP503UThallium ND 20

Vanadium     "        "      "      " 6010C/SOP50321 7.9

Zinc     "        "      " 10/24/11 6010C/SOP5033,500RE1 32

GE-SO-05Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
% Solids % B1I0133 09/30/11 10/03/11 3550C/SOP46025 1

1109060-06Lab ID: Soil - Sampled: 09/21/11 18:20

GE-SO-06Sample ID: Metals by EPA 6000/7000 Series Methods
Mercury mg/kg dry B1I0119 09/29/11 09/29/11 7473/SOP5350.065 0.063

Aluminum     " B1J0026 10/12/11 10/22/11 6010C/SOP5031,100 250

     "      "    "        " 6010C/SOP503UAntimony ND 5.1

Arsenic     "        "      "      " 6010C/SOP503180 5.1

Barium     "        "      "      " 6010C/SOP503C1, J6.6 13

     "      "    "        " 6010C/SOP503UBeryllium ND 0.25

     "      "    "        " 6010C/SOP503UBoron ND 25

     " 10/24/11     "        " 6010C/SOP503UCadmium RE2 ND 5.1

Calcium     "        "      " 10/22/11 6010C/SOP503630 250

Chromium     "        "      "      " 6010C/SOP50331 2.5

Cobalt     "        "      "      " 6010C/SOP50311 5.1

Copper     "        "      "      " 6010C/SOP503200 10

Lead     "        "      " 10/24/11 6010C/SOP50333RE1 7.6

Magnesium     "        "      " 10/22/11 6010C/SOP5031,100 130

Manganese     "        "      "      " 6010C/SOP50370 13

     "      "    "        " 6010C/SOP503UMolybdenum ND 13

Nickel     "        "      "      " 6010C/SOP50316 13

     " 10/24/11     "        " 6010C/SOP503USelenium RE2 ND 20

     " 10/22/11     "        " 6010C/SOP503USilver ND 2.5

     "      "    "        " 6010C/SOP503USodium ND 130

     "      "    "        " 6010C/SOP503UThallium ND 13

Vanadium     "        "      "      " 6010C/SOP5035.6 5.1

Zinc     "        "      " 10/24/11 6010C/SOP503500RE1 20

GE-SO-06Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

 MethodAnalyzedPreparedBatchUnits
Quantitation

Limit
Qualifiers /

CommentsResult Analyte

Sample Results

Reanalysis /

Extract

1109060-06Lab ID: Soil - Sampled: 09/21/11 18:20

GE-SO-06Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
% Solids % B1I0133 09/30/11 10/03/11 3550C/SOP46039 1

1109060-07Lab ID: Soil - Sampled: 09/21/11 18:30

GE-SO-805Sample ID: Metals by EPA 6000/7000 Series Methods
Mercury mg/kg dry B1I0119 09/29/11 09/29/11 7473/SOP535C1, J0.080 0.10

Aluminum     " B1J0026 10/12/11 10/22/11 6010C/SOP50310,000 410

     "      "    "        " 6010C/SOP503UAntimony ND 8.1

Arsenic     "        "      "      " 6010C/SOP503540 8.1

Barium     "        "      "      " 6010C/SOP50326 20

     " 10/24/11     "        " 6010C/SOP503UBeryllium RE1 ND 0.41

     " 10/22/11     "        " 6010C/SOP503UBoron ND 41

Cadmium     "        "      "      " 6010C/SOP5032.0 2

Calcium     "        "      "      " 6010C/SOP5031,800 410

Chromium     "        "      "      " 6010C/SOP503120 4.1

Cobalt     "        "      "      " 6010C/SOP503160 8.1

Copper     "        "      "      " 6010C/SOP503790 16

Lead     "        "      " 10/24/11 6010C/SOP50328RE1 12

Magnesium     "        "      " 10/22/11 6010C/SOP5039,200 200

Manganese     "        "      "      " 6010C/SOP503330 20

     "      "    "        " 6010C/SOP503UMolybdenum ND 20

Nickel     "        "      "      " 6010C/SOP503330 20

Selenium     "        "      "      " 6010C/SOP503C1, J6.6 8.1

     "      "    "        " 6010C/SOP503USilver ND 4.1

     "      "    "        " 6010C/SOP503USodium ND 200

     "      "    "        " 6010C/SOP503UThallium ND 20

Vanadium     "        "      "      " 6010C/SOP50319 8.1

Zinc     "        "      " 10/24/11 6010C/SOP5033,500RE1 33

GE-SO-805Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
% Solids % B1I0133 09/30/11 10/03/11 3550C/SOP46025 1

1109060-08Lab ID: Soil - Sampled: 09/21/11 18:50

GE-SO-07Sample ID: Metals by EPA 6000/7000 Series Methods
09/29/11 09/29/11 mg/kg dry B1I0119 7473/SOP535UMercury ND 0.027

Aluminum     " B1J0026 10/12/11 10/22/11 6010C/SOP50313,000 110

     "      "    "        " 6010C/SOP503UAntimony ND 2.1

Arsenic     "        "      "      " 6010C/SOP5032.5 2.1

Barium     "        "      "      " 6010C/SOP50328 5.4

Beryllium     "        "      " 10/24/11 6010C/SOP5030.14RE1 0.11

Boron     "        "      " 10/22/11 6010C/SOP503C1, J7.7 11

Cadmium     "        "      "      " 6010C/SOP503C1, J0.29 0.54

Calcium     "        "      "      " 6010C/SOP5034,500 110
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

 MethodAnalyzedPreparedBatchUnits
Quantitation

Limit
Qualifiers /

CommentsResult Analyte

Sample Results

Reanalysis /

Extract

1109060-08Lab ID: Soil - Sampled: 09/21/11 18:50

GE-SO-07Sample ID: Metals by EPA 6000/7000 Series Methods
Chromium mg/kg dry B1J0026 10/12/11 10/22/11 6010C/SOP503300 1.1

Cobalt     "        "      "      " 6010C/SOP50328 2.1

Copper     "        "      "      " 6010C/SOP50339 4.3

Lead     "        "      " 10/24/11 6010C/SOP503C1, J3.0RE1 3.2

Magnesium     "        "      " 10/22/11 6010C/SOP50343,000 54

Manganese     "        "      "      " 6010C/SOP503430 5.4

     "      "    "        " 6010C/SOP503UMolybdenum ND 5.4

Nickel     "        "      "      " 6010C/SOP503360 5.4

     "      "    "        " 6010C/SOP503USelenium ND 2.1

     "      "    "        " 6010C/SOP503USilver ND 1.1

Sodium     "        "      "      " 6010C/SOP50387 54

     "      "    "        " 6010C/SOP503UThallium ND 5.4

Vanadium     "        "      "      " 6010C/SOP50348 2.1

Zinc     "        "      " 10/24/11 6010C/SOP503100RE1 8.6

GE-SO-07Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
% Solids % B1I0133 09/30/11 10/03/11 3550C/SOP46093 1

1109060-09Lab ID: Soil - Sampled: 09/21/11 19:00

GE-SO-08Sample ID: Metals by EPA 6000/7000 Series Methods
Mercury mg/kg dry B1I0119 09/29/11 09/29/11 7473/SOP5350.15 0.039

Aluminum     " B1J0026 10/12/11 10/22/11 6010C/SOP5039,300 160

     "      "    "        " 6010C/SOP503UAntimony ND 3.1

Arsenic     "        "      "      " 6010C/SOP50323 3.1

Barium     "        "      "      " 6010C/SOP50311 7.8

     " 10/24/11     "        " 6010C/SOP503UBeryllium RE1 ND 0.16

Boron     "        "      " 10/22/11 6010C/SOP503C1, J9.8 16

     " 10/24/11     "        " 6010C/SOP503UCadmium RE2 ND 1.6

Calcium     "        "      " 10/22/11 6010C/SOP5032,000 160

Chromium     "        "      "      " 6010C/SOP503250 1.6

Cobalt     "        "      "      " 6010C/SOP50317 3.1

Copper     "        "      "      " 6010C/SOP503250 6.2

Lead     "        "      " 10/24/11 6010C/SOP50317RE1 4.7

Magnesium     "        "      " 10/22/11 6010C/SOP50328,000 78

Manganese     "        "      "      " 6010C/SOP503230 7.8

     "      "    "        " 6010C/SOP503UMolybdenum ND 7.8

Nickel     "        "      "      " 6010C/SOP503230 7.8

     " 10/24/11     "        " 6010C/SOP503USelenium RE2 ND 6.2

     " 10/22/11     "        " 6010C/SOP503USilver ND 1.6

Sodium     "        "      "      " 6010C/SOP503C1, J62 78

     "      "    "        " 6010C/SOP503UThallium ND 7.8
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

 MethodAnalyzedPreparedBatchUnits
Quantitation

Limit
Qualifiers /

CommentsResult Analyte

Sample Results

Reanalysis /

Extract

1109060-09Lab ID: Soil - Sampled: 09/21/11 19:00

GE-SO-08Sample ID: Metals by EPA 6000/7000 Series Methods
Vanadium mg/kg dry B1J0026 10/12/11 10/22/11 6010C/SOP50332 3.1

Zinc     "        "      " 10/24/11 6010C/SOP503210RE1 12

GE-SO-08Sample ID: Conventional Chemistry Parameters by APHA/EPA Methods
% Solids % B1I0133 09/30/11 10/03/11 3550C/SOP46064 1
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

RPD  

Limit

 Quality Control

Qualifiers /

Comments

%REC 

Limits%REC
Source 

Result

Spike 

LevelUnits
Quantitation 

Limit
ResultAnalyte

RPD

Batch B1I0119 - 7473 Hg Prep - Mercury Prepared & Analyzed: 09/29/11 

Metals by EPA 6000/7000 Series Methods - Quality Control

Blank (B1I0119-BLK1)

Mercury mg/kg 

wet

UND 0.025

Matrix Spike (B1I0119-MS1) Source: 1109060-05

2.07 80-12095Mercury mg/kg 

dry

 2.05 200.07930.099

Matrix Spike Dup (B1I0119-MSD1) Source: 1109060-05

1.95 80-12095Mercury mg/kg 

dry

 0.081.93 200.07930.099

Reference (B1I0119-SRM1)

1.10 80-12095Mercury mg/kg 

wet
1.04 0.025

Batch B1I0133 - Solids, Dry Weight (Prep) - Solids, Dry 

Weight

Prepared: 09/30/11  Analyzed: 10/03/11 

Conventional Chemistry Parameters by APHA/EPA Methods - Quality Control

Blank (B1I0133-BLK1)

% Solids %UND 1

Duplicate (B1I0133-DUP1) Source: 1109060-05

% Solids % 0.125 20251

Batch B1J0026 - 3050B Sld Acid Dig - Metals by 6010 Prepared: 10/12/11  Analyzed: 10/22/11 

Metals by EPA 6000/7000 Series Methods - Quality Control

Blank (B1J0026-BLK1)

Aluminum mg/kg 

wet

UND 100

Antimony    "UND 2

Arsenic    "UND 2

Barium    "UND 5

Beryllium    "UND 0.1

Boron    "UND 10

Cadmium    "UND 0.5

Calcium    "UND 100

Chromium    "UND 1

Cobalt    "UND 2

Copper    "UND 4

Magnesium    "UND 50

Manganese    "UND 5

Molybdenum    "UND 5

Nickel    "UND 5

Selenium    "UND 2

Silver    "UND 1

Sodium    "UND 50

Thallium    "UND 5

Vanadium    "UND 2

Blank (B1J0026-BLK2)
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

RPD  

Limit

 Quality Control

Qualifiers /

Comments

%REC 

Limits%REC
Source 

Result

Spike 

LevelUnits
Quantitation 

Limit
ResultAnalyte

RPD

Batch B1J0026 - 3050B Sld Acid Dig - Metals by 6010 Prepared: 10/12/11  Analyzed: 10/24/11 

Metals by EPA 6000/7000 Series Methods - Quality Control

Blank (B1J0026-BLK2)

Lead mg/kg 

wet

UND 3

Zinc    "UND 8

Matrix Spike (B1J0026-MS1) Source: 1109060-05

1550 75-12573Aluminum mg/kg 

dry

Q1012,500 2011,400400

388 75-12535Antimony    "  136 20ND7.9

1550 75-12592Arsenic    "2,010 205867.9

1550 75-12591Barium    "1,450 2028.820

38.8 75-12588Beryllium    "  34 20ND0.4

1550 75-12590Boron    "  1,390 20ND40

38.8 75-12585Cadmium    "35.3 202.342

7760 75-12590Calcium    "8,960 201,980400

155 75-12585Chromium    "256 201244

388 75-12581Cobalt    "476 201617.9

194 75-12597Copper    "Q101,000 2081316

7760 75-12580Magnesium    "16,100 209,910200

388 75-12585Manganese    "697 2036820

388 75-12584Molybdenum    "  326 20ND20

388 75-12581Nickel    "628 2031620

1550 75-12587Selenium    "  1,350 205.467.9

38.8 75-12593Silver    "  35.9 20ND4

7760 75-12594Sodium    "  7,260 20ND200

1550 75-12583Thallium    "  1,280 20ND20

388 75-12592Vanadium    "378 20217.9

Matrix Spike (B1J0026-MS3) Source: 1109060-05RE1

388 75-12595Lead mg/kg 

dry
396 2029.512

388 75-125144Zinc    "Q104,050 203,49032

Matrix Spike Dup (B1J0026-MSD1) Source: 1109060-05

1540 75-12551Aluminum mg/kg 

dry

Q10 312,200 2011,400400

384 75-12537Antimony    "  4142 20ND7.9

1540 75-12590Arsenic    " 21,970 205867.9

1540 75-12590Barium    " 21,410 2028.820

38.4 75-12587Beryllium    "  233.3 20ND0.4

1540 75-12589Boron    "  21,360 20ND40

38.4 75-12585Cadmium    " 0.735.1 202.342

7680 75-12588Calcium    " 28,770 201,980400

154 75-12584Chromium    " 2252 201244

384 75-12585Cobalt    " 3489 201617.9

192 75-12583Copper    "Q10 3972 2081316

7680 75-12580Magnesium    " 0.716,000 209,910200
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

RPD  

Limit

 Quality Control

Qualifiers /

Comments

%REC 

Limits%REC
Source 

Result

Spike 

LevelUnits
Quantitation 

Limit
ResultAnalyte

RPD

Batch B1J0026 - 3050B Sld Acid Dig - Metals by 6010 Prepared: 10/12/11  Analyzed: 10/22/11 

Metals by EPA 6000/7000 Series Methods - Quality Control

Matrix Spike Dup (B1J0026-MSD1) Source: 1109060-05

384 75-12581Manganese    " 3679 2036820

384 75-12584Molybdenum    "  2321 20ND20

384 75-12587Nickel    " 3648 2031620

1540 75-12586Selenium    "  21,330 205.467.9

38.4 75-12592Silver    "  235.3 20ND4

7680 75-12592Sodium    "  37,080 20ND200

1540 75-12582Thallium    "  21,260 20ND20

384 75-12591Vanadium    " 2371 20217.9

Matrix Spike Dup (B1J0026-MSD3) Source: 1109060-05RE1

384 75-12588Lead mg/kg 

dry

8367 2029.512

384 75-125105Zinc    "Q10 43,890 203,49032

Reference (B1J0026-SRM1)

115 47.6-15284Aluminum mg/kg 

wet

C1, J96.6 100

66.0 41.2-15877Antimony    "50.9 2

253 60.9-13990Arsenic    "227 2

1.60 62.5-138Barium    "UND 5

4.90 61.2-13980Beryllium    "3.94 0.1

10.9 70.6-12881Cadmium    "8.79 0.5

44200 68.6-13284Calcium    "37,200 100

27.1 68.3-13286Chromium    "23.3 1

37.4 64.7-13580Cobalt    "29.9 2

6470 66.2-13482Iron    "5,310 100

29200 70.2-13073Magnesium    "21,400 50

61.0 68.2-13279Manganese    "48.4 5

16.3 55.2-14580Nickel    "13 5

39.7 0-215Potassium    "UND 500

10.0 41-159101Selenium    "10.1 2

5.90 45.8-15484Silver    "4.97 1

72.5 0-298Sodium    "UND 50

9.50 30.5-16970Thallium    "6.65 5

17.6 65.9-13587Vanadium    "15.4 2

Reference (B1J0026-SRM2)

56.9 72.8-12782Lead mg/kg 

wet
46.7 3

47.5 43.2-15784Zinc    "39.9 8

Reference (B1J0026-SRM3)

1770 74.6-12678Copper mg/kg 

wet
1,370 4
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United States Environmental Protection Agency

Region 9 Laboratory
1337 S. 46th Street, Building 201, Richmond, CA   94804

Phone:(510) 412-2300 Fax:(510) 412-2302 

Project Number:

Project:

Project Manager:

Reported:

Emergency Response Section

75 Hawthorne Street

Grey Eagle Mine 2011 Sampling

R11SA8

Christopher Weden

10/28/11 17:48

San Francisco CA, 94105

SDG: 11266A

Qualifiers and Comments 

Q4 The matrix spike and/or matrix spike duplicate associated with this sample did not meet recovery criteria for this 

analyte (see MS/MSD results for this batch in QC summary)

Q10 The analyte concentration in the unfortified sample is significantly greater than the concentration spiked into the 

matrix spike and matrix spike duplicate. The reported spike recovery is not a meaningful measure of the dataset's  

analytical accuracy.

J The reported result for this analyte should be considered an estimated value.

C1 The reported concentration for this analyte is below the quantitation limit.

U

NR

Not Detected

Not Reported

RE1, RE2, etc: Result is from a sample re-analysis.
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